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WAYLEY STAR TOYS (SHENZHEN) CO., LTD    

JUNXIN INDUSTRIAL DISTRICT, XINTIAN,  
GUANLAN, BAOAN, SHENZHEN, CHINA 

   

 
 
The following samples were submitted and identified by/on behalf of the client as:  

4D CITYSCAPE PRAGUE    

Item No. : #40062  

Labeled Age Grading      : AGES 14+  

Requested Age Grading  : 8+  

Age Group Assessed As Per Age 

Guideline 

: OVER 8 YEARS  

Age Group Applied in Testing : OVER 8 YEARS  

Sample Receiving Date   :  OCT 09, 2015  

Testing Period   :  OCT 09, 2015 TO OCT 14, 2015  

 
 

Test Requested Conclusion 

For compliance with the Toys Regulations (SOR/2011-17) of Canada Consumer 
Product Safety Act -- 

Toys Regulations (SOR/2011-17) of Canada Consumer Product Safety Act PASS  

 
******** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******** 

 
Signed for and on behalf of 
SGS-CSTC Standard Technical Services Co., Ltd. 
Shenzhen Branch-Toy laboratory 

 
________________________ 
Lin Shuzhen, Dora 
Director 
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Results: 
        
TOYS REGULATIONS (SOR/2011-17) OF CANADA CONSUMER PRODUCT SAFETY ACT 
  
AS SPECIFIED IN TOYS REGULATIONS (SOR/2011-17) OF CANADA CONSUMER PRODUCT SAFETY 
ACT 
  
Clauses relevant to the item: 
  

Section Description Result 

Section 3 General Pass 

Section 4 Packaging Pass 

Section 10 Plastic Components Pass 

Section 21 Celluloid or Cellulose Nitrate Pass 

Section 23 Heavy Metals Contents in Surface Coatings/Paint  Pass  

(See Result Page) 
 
Remark:  It is drawn to your attention that all the statement or warning statement which stated in product or its 
package should be appeared in English and French Bilingual as specified in section 3 of this regulation.    
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Canada Consumer Product Safety Act (S.C. 2010, c. 21), Toys Regulations (SOR/2011-17) - Section 23 (a) 
and Section 23 (c) - Lead and Mercury in surface coating material 

  
Method: With reference to Canada Health Product Safety Bureau, Reference Manual Book 5 – Laboratory 
Policies and Procedures, Part B: Test Methods Section, Method C-02.2:2013 and C-07:2015 
  

Test Item(s) Pb Hg  

Permissible Limit (mg/kg) 90 ND 

Specimen Description 
Alias 
No. 

Tracing 
No. 

Result(s) (mg/kg) 

1. Multi-color coating (Map, puzzle) 1 1 ND ND 

  
Note: - mg/kg = milligram per kilogram 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit  

 - MDL for Pb = 10 mg/kg  

 - The action level of Mercury is 10 mg/kg according to the Industry guide to Health Canada’s Safety 
Requirements for Children’s Toys and Related Products, 2012  

 - Result(s) of specimen No.1 (is) are extracted from report No.T51510250241TY. 
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Canada Consumer Product Safety Act (S.C. 2010, c. 21), Toys Regulations (SOR/2011-17) - Section 23 (b) 
- Soluble heavy metals in surface coating material 

  
Method: With reference to Canada Health Product Safety Bureau, Reference Manual Book 5 – Laboratory 
Policies and Procedures, Part B: Test Methods Section, Method C-03:2014       
  

Test Item(s) Sb  As  Ba  Cd  Se 

MDL (mg/kg) 50 50 50 50 50 

Permissible Limit (mg/kg) 1000 1000 1000 1000 1000 

Specimen Description 
Alias 
No. 

Tracing 
No. 

Soluble Result(s) (mg/kg) 

1. Multi-color coating (Map, puzzle) 2 1 ND ND ND ND ND 

     
Note: - mg/kg = milligram per kilogram 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit  

 - Result(s) of specimen No.1 (is) are extracted from report No.T51510250241TY. 

  
N.B. :  -     Only applicable clauses were shown. 
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Sample Photo:  

 
 

 
 

 
SGS authenticate the photo on original report only 

 
 

*** End of Report *** 
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